Not Seasonally Adjusted

Exhibit 3. U.S. Imports For Consumption of Monitored Steel Products

Quantity in metric tons/value in thousands of dollars. (-) Represents zero or less than one half of measurement shown. Details may not equal totals due to rounding.

2008 Data 2007 Data February Cumulative To Date
February January February January 2008 Final 2007 Final
Final Final Final Final
Commodity
Grouping Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value
Total Selected Commodities 1,707,611 1,538,721| 1,749,499 1,526,579] 1,822,344| 1,396,569 1,920,431 1,427,264| 3,457,110] 3,065,300 3,742,774| 2,823,834
Carbon/Alloy Products
Flat-rolled Products 1,108,546 794,442 1,121,762 785,310 1,207,134 780,101 1,318,198 841,287 2,230,308 1,579,752 2,525,332 1,621,388
Flat-rolled -- Slab 469,796 280,078 388,294 213,616 413,273 189,564 454,738 211,590 858,091 493,694 868,011 401,154
Flat-rolled -- Plate 57,913 83,500 87,411 95,542 90,324 81,498 56,822 59,734 145,324 179,042 147,146 141,232
Flat-rolled -- Hot-Rolled 288,180 174,398 294,438 176,854 258,970 147,904 329,791 191,817 582,618 351,252 588,761 339,721
Flat-rolled -- Cold-Rolled 107,806 82,261 112,759 85,476 140,311 96,010 171,690 115,560 220,564 167,737 312,001 211,571
Flat-rolled -- Coated 153,581 145,796 204,613 184,059 270,417 236,978 255,661 223,448 358,194 329,855 526,078 460,427
Flat-rolled -- Tin Mill 31,270 28,410 34,246 29,762 33,839 28,146 49,496 39,138 65,517 58,173 83,334 67,284
Hot-rolled Bar 123,634 115,647 153,082 142,639 130,826 106,006 147,252 116,790 276,716 258,286 278,078 222,795
Cold Finished Bar 15,042 23,672 19,406 29,779 20,766 30,314 22,097 32,646 34,448 53,451 42,863 62,960
Rebar 108,264 70,171 115,314 73,531 161,490 75,160 152,346 73,594 223,578 143,702 313,835 148,754
Welded Pipe 315,934 385,338 304,444 354,460 269,486 277,913 242,043 216,677 620,378 739,798 511,529 494,590
Fittings and Flanges 20,862 64,410 21,343 62,492 17,576 49,005 19,167 52,593 42,205 126,902 36,742 101,598
Stainless Steel Products
Bar 10,332 57,400 9,099 49,801 9,850 49,526 12,432 60,536 19,431 107,201 22,282 110,062
Rod 1,938 8,853 1,996 9,290 2,445 11,290 2,648 11,200 3,935 18,143 5,093 22,490
Wire 3,058 18,788 3,054 19,276 2,771 17,255 4,249 21,942 6,112 38,064 7,020 39,197

NOTE: For information on data sources, nonsampling errors and definitions, see the Information on the Collection and Publication of Trade Statistics at
www.census.gov/foreign-trade/Press-Release/steel_index.html.



