
Not Seasonally Adjusted

Exhibit 3.  U.S. Imports For Consumption of Monitored Steel Products
Quantity in metric tons/value in thousands of dollars.  (-) Represents zero or less than one half of measurement shown.  Details may not equal totals due to rounding.

2011 Data 2010 Data March Cumulative To Date

March February March February 2011 Final 2010 Final
Final Final Final Final

Commodity  
Grouping Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value

    

Total Selected Commodities 1,609,516 1,561,819 1,191,758 1,122,598 1,394,430 1,218,884 1,084,228 895,528 4,098,749 3,883,621 3,610,581 3,048,122

Carbon/Alloy Products

Flat-rolled Products 1,195,216 980,740 833,087 639,604 1,006,944 720,624 783,046 533,737 2,961,178 2,321,256 2,596,870 1,792,337

Flat-rolled -- Slab 507,968 339,977 344,559 199,240 336,095 167,424 305,836 151,857 1,204,071 745,554 960,688 469,277

Flat-rolled -- Plate 63,821 75,120 59,364 59,394 96,937 91,967 30,174 32,828 180,159 193,050 159,239 157,746

Flat-rolled -- Hot-Roll 272,933 213,973 205,087 146,192 275,717 174,557 216,694 130,419 746,740 533,852 698,383 430,004

Flat-rolled -- Cold-Roll 125,622 109,629 70,384 68,715 72,892 63,945 67,374 57,283 269,228 250,488 213,697 180,869

Flat-rolled -- Coated 169,529 177,393 122,047 127,784 181,462 173,203 129,738 124,638 431,199 447,965 449,577 427,826

Flat-rolled -- Tin Mill 55,344 64,648 31,647 38,278 43,841 49,528 33,229 36,712 129,781 150,347 115,286 126,615

Hot-rolled Bar 149,227 160,290 111,639 121,241 117,072 104,893 84,435 78,190 394,226 422,116 303,191 268,533

Cold Finished Bar 25,635 42,903 16,643 30,585 13,699 20,071 9,968 14,585 59,562 103,204 33,636 48,612

Rebar 56,490 34,999 75,476 48,468 34,295 17,129 46,131 22,040 178,265 114,561 102,524 49,234

Welded Pipe 140,042 163,446 119,292 136,490 192,297 247,675 135,175 156,662 387,165 440,097 495,125 604,177

Fittings and Flanges 22,904 74,890 19,065 62,893 15,850 48,672 14,476 44,654 65,371 211,608 42,750 133,744

Stainless Steel Products

Bar 14,094 72,628 11,342 56,057 9,394 39,052 6,621 27,650 36,195 181,863 22,239 93,382

Rod 2,093 9,600 1,924 8,260 1,630 5,327 1,537 5,154 6,171 27,788 4,936 15,829

Wire 3,814 22,323 3,291 19,000 3,249 15,442 2,839 12,855 10,614 61,128 9,309 42,274

  www.census.gov/foreign-trade/Press-Release/steel_index.html.
NOTE:  For information on data sources, nonsampling errors and definitions, see the Information on the Collection and Publication of Trade Statistics at      
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